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PRODUCING PLANTS - Long Beach, Antioch, Seattle, Jacksonville, and Delanco

Board Stucco (5-1) 1525 - 1800
Poper Fibar - (B=G=1) 10-15
Vermiculite Ore (RM-B28) 22 -25
Glass Fiber (B-G-1)  3.8-4.2
Starch (RM=BoTT) 9.0 - 12.5
Dextrosa (RM-B-3) 0«3
Core Feaming Agant (B=Gel) 0.2-1.4
Lignin (B-G-)  2.5-5.0
End Trim (B-G-lj 20 - 40

. Potassium Sulfate (B=G-1) 0-1
Retarder (B-G=1) 0-0.5
Hydrated Lime (RM-P-3) 1-1.2
NOTE:  Formula shell conform to UL Code No, 3543, Saction 1.
Paper Liners Manila and Greyback Paper

OPERATING SPECIFICATIONS - Refer to Product Bulletin B-G=2 for General Specifications

Slurry Slump 5-1/2=9
Slurry Setting Time (minutes) 2 - 4-3/4 .
Wet Slurry Weight (Ibs/cu. ft, 68 - 78
Wet Compressive Srrangt!‘t {psi) 235 - 400

Meisture contant ot the take-off shall be maintained at 10% to 25%; average, 14%.
. NOTE: Full width slurry spreadsr bar should be mounted to vibrating seetion of the

machine toble and adjusted to completely spraad and [evel slurry across full
width of sheat. ' P L . ry across fu
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PRODUCT SPECIFICATIONS (Refer to Product Bulletin B~G~4 for General Spacifications)

long Beach
Antlach & Jacksonvilla
Seattla & Delanico
Wet Walght (lbs/MSF) 3050 - 3300 3200 - 3500
Dry Welght (Ibs/IMSF) 2080 -~ 2230 2150 - 2350
(UL minlmum - ;2080) Avarage - 2125 Avergge = 2225
Evaporation Loss {lbs/MSF) 900 - 1050 ~ 1050 - 1200
Thickness = Average (inch) 0.400 = 0,625 0,400 - 0,625
{UL minimum = 0.595) Average - 0.610 Average - 0,610
Thickness = Individual
Reading = {inch) + 0.010 from average  * 0,010 from uvearage
Profite = Movabie Partition Varigtions in surfaca of back plane shall not be
. Board = KW=500, KW-700  greatar than 0.005" within o 6 span measured
S ross 3|'|e width.
Yttt .J?" bls‘tnsnr:aL‘: b':.l.. ‘}.\,,:)\o::bt e
Edges = Movable Partition Boa Bavel edge; Taperad edge on special arder

Edge Hordness at take«off (ibs) 10 minimum - 14 average = 18 maximum

End Peel after sawing (inch) 1/8 maximum

All Plants
Flexural Strength (minimum)
Across grain (ibi) 180
Parallel {Ibs) (UL minimum « 62) 62
Deflaction at Break {minimum) :
Across grain (inch) ) 0.25 :
Parailel {inch) 0.15 .
Punch Test (Ibs) . 400 = 1000
.' Modulus of Rupturs 280 cexlmum
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. Product Spacification--~Contd, -
Twist Tast, maximum split
Foce {inch) Y4
Back (inch) 34
Hammer Loss Teut (declgrams)’
Individual Test {maximum) 5.0
Bond ot High Humidity (maximum pael) .
Face (inch) - 1/2
Back (inch) V2

PRODUCT IDENTIFICATION

Gypsumboard
Print on one tepar area on face of beard:
5/8" NULL-A-FIRE TYPE X X 3dAL 1A~ V=T1NN 8/5.
. " Movable Partition Board it Voad - QM ud Shatt b o hinet ‘L"
KW-500 I\l‘o&‘;:-m:}?;;;::\ reagu’};é'd fet baflvg @ bt 3t L “L‘
KW-700  INo identification required

| j P
KW502 Print on back of board: KW-502 - 1 HOUR « ¥ vkl Losprihi
/
KW-702 Print on back of board: KW-702 = 1 HOUR = 9 Aut "L wipretus
(Bulletin B-33)

-——NO?E;_M o Print on back of KW-502 and KW-702 board for use in
San Francisco-= AE'I' L INSPECTED T /
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